Scopus - Print (46 January 2013) http://www.scopus.convcitation/print.url?origin=resultslist&sid=40EES3...

Documents

Arellano, U., Asomoza, M., Ramirez, F.
Antimicrobial activity of Fe-TiO 2 thin film photocatalysts
(2011) Journal of Photochemistry and Photobiology A: Chemistry, 222 (1), pp. 159-165. Cited 1 time.

Document Type: Article
Source: Scopus

Hernandez, M.A., Asomoza, M., Rojas, F., Solis, S., Portillo, R., Salgado, M.A., Felipe, C., Portillo, Y., Hernandez, F.
Trapping of BTX compounds by SiO 2, Ag-SiO 2, Cu-SiO 2, and Fe-SiO 2 porous substrates
(2010) Chemosphere, 81 (7), pp. 876-883. Cited 1 time.

Document Type: Article
Source: Scopus

Hernandez, M.A., Gonzéalez, A.l, Corona, L., Hernandez, F., Rojas, F., Asomoza, M., Solis, S., Portillo, R., Salgado, M.A.
Chlorobenzene, chloroform, and carbon tetrachloride adsorption on undoped and metal-doped sol-gel substrates (SiO
2, Ag/SiO 2, Cu/SiO 2 and Fe/SiO 2)

(2009) Journal of Hazardous Materials, 162 (1), pp. 254-263. Cited 4 times.

Document Type: Article
Source: Scopus

Jasso, P., Torres, M., Tzompanzi, F., Asomoza, M.
Nanostructured carbon on steam reforming catalysts
(2008) Journal of New Materials for Electrochemical Systems, 11 (2), pp. 95-98.

Document Type: Conference Paper
Source: Scopus

May, M., Navarrete, J., Asomoza, M., Gomez, R.
Tailored mesoporous alumina prepared from different aluminum alkoxide precursors
(2007) Journal of Porous Materials, 14 (2), pp. 159-164. Cited 14 times.

Document Type: Article
Source: Scopus

Hernandez, M.A., Gonzalez, A.l., Rojas, F., Asomoza, M., Solis, S., Portillo, R.

Adsorption of chlorinated compounds (chlorobenzene, chloroform, and carbon tetrachloride) on microporous SiO 2,
Ag-doped SiO 2 and natural and dealuminated clinoptilolites

(2007) Industrial and Engineering Chemistry Research, 46 (10), pp. 3373-3381. Cited 4 times.

Document Type: Article

Source: Scopus

Zamora, M., Lépez, T., Asomoza, M., Meléndrez, R., Gomez, R.
Alkaline doped TiO2 sol-gel catalysts: Effect of sintering on catalyst activity and selectivity for acetone condensation
(2006) Catalysis Today, 116 (2 SPEC. ISS.), pp. 234-238. Cited 5 times.

1de7 21/01/2013 07:40 a.m.



Scopus - Print (46 January 2013) http://www.scopus.convcitation/print.url?origin=resultslist&sid=40EES3...

Document Type: Article
Source: Scopus

Solis, S., Paniagua, J., Martinez, J.C., Asomoza, M.
Immobilization of papain on mesoporous silica: pH effect
(2006) Journal of Sol-Gel Science and Technology, 37 (2), pp. 125-127. Cited 4 times.

Document Type: Conference Paper
Source: Scopus

Solis, S., Martinez, J.C., Paniagua, J., Asomoza, M.
Heat of adsorption of cysteine enzymes on mesoporous silica with high specific surface area
(2006) Journal of Sol-Gel Science and Technology, 37 (2), pp. 121-123.

Document Type: Conference Paper
Source: Scopus

Zamora, M., Lopez, T., Gémez, R., Asomoza, M., Meléndrez, R.
Acetone gas phase condensation on alkaline metals doped TiO2 sol-gel catalysts
(2005) Applied Surface Science, 252 (3), pp. 828-832. Cited 4 times.

Document Type: Conference Paper
Source: Scopus

Zamora, M., Lopez, T., Gomez, R., Asomoza, M., Melendrez, R.

Oligomerization of acetone over titania-doped catalysts (Li, Na, K and Cs): Effect of the alkaline metal in activity and
selectivity

(2005) Catalysis Today, 107-108, pp. 289-293. Cited 11 times.

Document Type: Conference Paper
Source: Scopus

Hernandez, M.A., Gonzalez, A.l., Rojas, F., Asomoza, M., Solis, S., Lara, V.H., Salgado, M.A., Portillo, R., Petranovskii, V.
Adsorption of chlorinated hydrocarbons on substrata microporous: Dealuminated clinoptilolites and SiO 2 [Adsorcion
de hidrocarburos clorados en sustratos con microporos: clinoptilolitas desaluminizadas y SiO 2]

(2005) Revista Internacional de Contaminacion Ambiental, 21 (4), pp. 183-191.

Document Type: Article

Source: Scopus

Lépez, T., Asomoza, M., Picquart, M., Castillo-Ocampo, P., Manjarrez, J., Vazquez, A., Ascencio, J.A.
Study of the sodium phenytoin effect on the formation of sol-gel SiO 2 nanotubes by TEM
(2005) Optical Materials, 27 (7), pp. 1270-1275. Cited 13 times.

Document Type: Conference Paper
Source: Scopus

Esparza, J.M., Ojeda, M.L., Campero, A., Hernandez, G., Felipe, C., Asomoza, M., Cordero, S., Kornhauser, I., Rojas, F.
Development and sorption characterization of some model mesoporous and microporous silica adsorbents
(2005) Journal of Molecular Catalysis A: Chemical, 228 (1-2 SPEC. ISS.), pp. 97-110. Cited 23 times.

Document Type: Conference Paper

Source: Scopus

Zamora, M., Lopez, T., Gémez, R., Asomoza, M., Garcia-Ruiz, A., Bokhimi, X.

2de7 21/01/2013 07:40 a.m.



Scopus - Print (46 January 2013) http://www.scopus.convcitation/print.url?origin=resultslist&sid=40EES3...

Physicochemical characterization and catalytic properties of titania gel doped with lithium and rubidium
(2004) Journal of Sol-Gel Science and Technology, 32 (1-3), pp. 339-343. Cited 1 time.

Document Type: Conference Paper
Source: Scopus

Hernandez, M.A., Velasco, J.A., Asomoza, M., Solis, S., Rojas, F., Lara, V.H.
Adsorption of Benzene, Toluene, and p-Xylene on Microporous SiO 2
(2004) Industrial and Engineering Chemistry Research, 43 (7), pp. 1779-1787. Cited 20 times.

Document Type: Article
Source: Scopus

Moran-Pineda, M., Castillo, S., Asomoza, M., Gémez, R.
Copper oxide on Cu/Al203-TiO2 catalysts TG, FTIR-CO absorption and catalytic activity in the NO reduction by CO
(2003) Journal of Thermal Analysis and Calorimetry, 73 (1), pp. 341-346. Cited 8 times.

Document Type: Article
Source: Scopus

Hernandez, M.A., Velasco, J.A., Asomoza, M., Solis, S., Rojas, F., Lara, V.H., Portillo, R., Salgado, M.A.
Alkane adsorption on microporous SiO 2 substrata. 1. Textural characterization and equilibrium
(2003) Energy and Fuels, 17 (2), pp. 262-270. Cited 10 times.

Document Type: Article
Source: Scopus

Moran-Pineda, M., Castillo, S., Asomoza, M., Gémez, R.
Al203-TiO2 Sol-gel mixed oxides as suitable supports for the reduction of no by co
(2002) Reaction Kinetics and Catalysis Letters, 76 (1), pp. 75-81. Cited 10 times.

Document Type: Article
Source: Scopus

Ldpez, T., Hernandez-Ventura, J., Asomoza, M., Campero, A., Gomez, R.
Support effect on Cu-Ru/SiO2 sol-gel catalysts
(1999) Materials Letters, 41 (6), pp. 309-316. Cited 6 times.

Document Type: Article

Source: Scopus

Asomoza, M., Dominguez, M.P., Solis, S., Lara, V.H., Bosch, P., Lépez, T.
Hydrolysis catalyst effect on sol-gel silica structure
(1998) Materials Letters, 36 (5-6), pp. 249-253. Cited 19 times.

Document Type: Article

Source: Scopus

Ramos, E., Lopez, T., Bosch, P., Asomoza, M., Gomez, R.

Thermal Stability of Sol-Gel Hydrotalcites

(2997) Journal of Sol-Gel Science and Technology, 8 (1-3), pp. 437-442. Cited 8 times.
Document Type: Article

Source: Scopus

Asomoza, M., Dominguez, M.P., Solis, S., Lé;pez, T.

3de7 21/01/2013 07:40 a.m.



Scopus - Print (46 January 2013) http://www.scopus.convcitation/print.url?origin=resultslist&sid=40EES3...

Calorimetric study of the sol-gel silica gelation stage: Effect of gelation pH
(1997) Materials Letters, 33 (3-4), pp. 153-160. Cited 13 times.

Document Type: Article
Source: Scopus

Bokhimi, X., Morales, A., Novaro, O., Lépez, T., Chimal, O., Asomoza, M., Gbmez, R.

Effect of Copper Precursor on the Stabilization of Titania Phases, and the Optical Properties of Cu/TiO 2 Prepared with
the Sol-Gel Technique

(1997) Chemistry of Materials, 9 (11), pp. 2616-2620. Cited 42 times.

Document Type: Article
Source: Scopus

May, M., Asomoza, M., Lopez, T., Gomez, R.
Precursor Aluminum Effect in the Synthesis of Sol-Gel Si-Al Catalysts: FTIR and NMR Characterization
(1997) Chemistry of Materials, 9 (11), pp. 2395-2399. Cited 16 times.

Document Type: Article
Source: Scopus

Lépez, T., Marmolejo, R., Asomoza, M., Solis, S., Gomez, R., Wang, J.A., Bokhimi, Novaro, O., Navarrete, J., Llanos, M.E.,
Lopez, E.

Preparation of a complete series of single phase homogeneous sol-gels of Al 20 3 and MgO for basic catalysts
(1997) Materials Letters, 32 (5-6), pp. 325-334. Cited 14 times.

Document Type: Article
Source: Scopus

Lépez, T., Bosch, P., Asomoza, M., Gomez, R., Ramos, E.
DTA-TGA and FTIR spectroscopies of sol-gel hydrotalcites: Aluminum source effect on physicochemical properties
(1997) Materials Letters, 31 (3-6), pp. 311-316. Cited 38 times.

Document Type: Article
Source: Scopus

Attos, O., Massot, M., Balkanski, M., Haro-Poniatowski, E., Asomoza, M.
Structure of borovandate glasses studied by Raman spectroscopy
(2997) Journal of Non-Crystalline Solids, 210 (2-3), pp. 163-170. Cited 25 times.

Document Type: Article
Source: Scopus

Lopez, T., Ramos, E., Bosch, P., Asomoza, M., Gomez, R.
DTA and TGA characterization of sol-gel hydrotalcites
(1997) Materials Letters, 30 (4), pp. 279-282. Cited 17 times.

Document Type: Article

Source: Scopus

Razo, L.M., Solis, S., Asomoza, M.
Establishment of thermodynamic properties of pure solid substances by thermomechanical analysis
(1996) Journal of Thermal Analysis, 45 (6), pp. 1323-1330.

Document Type: Article
Source: Scopus

4 de 7 21/01/2013 07:40 a.m.



Scopus - Print (46 January 2013)

5de7

Bosch, P., Lopez, T., Asomoza, M., Gomez, R., Cauqui, M.A., Rodriguez-lzquierdo, J.M.
Pt/SiO 2 sonogels: Synthesis and characterization
(2995) Langmuir, 11 (11), pp. 4328-4332. Cited 8 times.

Document Type: Article
Source: Scopus

Lopez, T., Asomoza, M., Gémez, R., Bosch, P., Rodriguez-lzquierdo, J., Cauqui, M.A.
Thermal decomposition and FTIR study of pyridine adsorption on Pt SiO 2 sonogel catalysts
(1995) Thermochimica Acta, 255 (C), pp. 319-328. Cited 1 time.

Document Type: Article
Source: Scopus

Lopez, T., Asomoza, M., Gomez, R.
Novel Pt-Sn/Al203 sol-gel catalyst: synthesis and thermal characterization
(1994) Materials Letters, 19 (5-6), pp. 193-198. Cited 4 times.

Document Type: Article
Source: Scopus

Lopez, T., Asomoza, M., Gomez, R.
Spectroscopic study of Pt-Sn Al203 sol-gel catalysts
(1994) Materials Letters, 19 (5-6), pp. 199-206. Cited 5 times.

Document Type: Article
Source: Scopus

Lopez, T., Bosch, P., Asomoza, M., Haro-Poniatowski, E.
Spectroscopic study of borate and lithium-doped borate glasses prepared by the sol-gel process
(1994) Journal of Materials Synthesis and Processing, 2 (2), pp. 99-107. Cited 9 times.

Document Type: Article
Source: Scopus

Lopez, T., Haro-Poniatowski, E., Bosh, P., Asomoza, M., Gomez, R., Massot, M., Balkanski, M.
Spectroscopic characterization of lithium doped borate glasses - Code: HP6
(1994) Journal of Sol-Gel Science and Technology, 2 (1-3), pp. 891-894. Cited 4 times.

Document Type: Article
Source: Scopus

Lopez, T., Bosch, P., Navarrete, J., Asomoza, M., Gomez, R.
Structure of Pd/SiO2 sol-gel and impregnated catalysts
(1994) Journal of Sol-Gel Science and Technology, 1 (2), pp. 193-203. Cited 12 times.

Document Type: Article
Source: Scopus

Lépez, T., Asomoza, M., Gomez, R.
A thermal study of the SiO2-ZrO2 sol-gel system
(1993) Thermochimica Acta, 223 (C), pp. 233-240. Cited 16 times.

Document Type: Article
Source: Scopus

http://www.scopus.convcitation/print.url?origin=resultslist&sid=40EES3...

21/01/2013 07:40 a.m.



Scopus - Print (46 January 2013) http://www.scopus.convcitation/print.url?origin=resultslist&sid=40EES3...

de la L. Olvera, M., Maldonado, A., Asomoza, R., Konagai, M., Asomoza, M.
Growth of textured ZnO:lIn thin films by chemical spray deposition
(2993) Thin Solid Films, 229 (2), pp. 196-200. Cited 56 times.

Document Type: Article
Source: Scopus

Lopez, T., Méndez-Vivar, J., Asomoza, M.
A thermal study of sol-gel silica doped with Fe(ll)
(1993) Thermochimica Acta, 216 (C), pp. 279-284. Cited 7 times.

Document Type: Article
Source: Scopus

Lopez, T., Asomoza, M., Gémez, R.
Catalytic properties of silico-aluminates prepared by the sol-gel method: isopropanol dehydration
(21992) Journal of Non-Crystalline Solids, 147-148 (C), pp. 769-772. Cited 22 times.

Document Type: Article
Source: Scopus

Lopez, T., Asomoza, M., Bosch, P., Garcia-Figueroa, E., Gomez, R.
Spectroscopic characterization and catalytic properties of sol-gel Pd/SiO2 catalysts
(1992) Journal of Catalysis, 138 (2), pp. 463-473. Cited 36 times.

Document Type: Article
Source: Scopus

Lopez, T., Bosch, P., Asomoza, M., Gomez, R.
Ru/SiO2-impregnated and sol-gel-prepared catalysts: synthesis, characterization, and catalytic properties
(1992) Journal of Catalysis, 133 (1), pp. 247-259. Cited 52 times.

Document Type: Article
Source: Scopus

Garcia-Ruiz, B.A,, Pérez, L., Orozco, E., Asomoza, R., Asomoza, M.
Oxygen and the 110 K phase in the BiSrCaCuO superconductor system
(1989) Physica C: Superconductivity and its applications, 159 (5), pp. 654-658. Cited 2 times.

Document Type: Article
Source: Scopus

Lépez, T., Asomoza, M., Razo, L., Gémez, R.
Study of the formation of silicoaluminates by the sol-gel method, by means of IR, DTA and TGA
(1989) Journal of Non-Crystalline Solids, 108 (1), pp. 45-48. Cited 14 times.

Document Type: Article

Source: Scopus

Viniegra, M., Asomoza, M., Gomez, R.
Reduction profiles of supported Ru, Au and Ru-Au
(1985) Reaction Kinetics and Catalysis Letters, 28 (2), pp. 389-394. Cited 1 time.

Document Type: Article
Source: Scopus

6de7 21/01/2013 07:40 a.m.



Scopus - Print (46 January 2013) http://www.scopus.convcitation/print.url?origin=resultslist&sid=40EES3...

About Scopus
What is Scopus
Content coverage

Contact and Support

About Elsevier
Contact and support

About Elsevier

Live Chat About SciVerse
What do users think About SciVal
Latest Terms and Conditions
Tutorials

Privacy Policy

ELSEVIER

Copyright © 2013 Elsevier B.V. All rights reserved. SciVerse® is a registered trademark of Elsevier Properties S.A., used under license. Scopus® is a
registered trademark of Elsevier B.V.

7de7 21/01/2013 07:40 a.m.



